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Division of Corhart Refractories Company 
A Division of Corning Glass Works 
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LABORATORY REPORT 
DATE: November 4, 1976 
DATE SHIPPED: 
CUSTOMER ORDER NO: 
ZIRCOA ORDER NO: 
SAMPLE NO: 
MATERIAL SPECIFICATION: 

us EPA RECORDS CENTER REGION 5 
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The material from the filter beds have the following 
composition: 

Moisture 
Solids 

80% 
20% 

The solids have the following composition: 

Si02 45 - 55% 

Ca(0H)2 5 - 10% 

CaCl2 35 - 50% 
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Respectfully submitted. 

DIVISION OF CORHART REFRACTORIES COMPANY 

Richard I. Bretz 
report as shown above is correct as he verily believes. 

, being first duly sworn, states chat the 

Plant Chemist 

bounty of Sworn and subscribed before me, a Notary Public in and for the Xounty of Cuyahoga, State of Ohio, 
thia day eA . 
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